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1037 Dr. GARIMA SINHA

SCANNING ELECTRON MICROSCOPE STUDY OF COMPARATIVE

EVALUATION OF THE PENETRATION DEPTH OF 5TH, 6TH, 7TH

AND 8TH GENERATION BONDING AGENT INTO DENTINAL

TUBULES FROM DENTINAL SURFACE: AN IN-VITRO STUDY.

1st 

411

Dr. ANUSHKA 

CHITTARANJAN 

BHIDE

COMPARATIVE EVALUATION OF THE EFFECT OF TWO DIFFERENT

MMP INHIBITORS ON THE FRACTURE RESISTANCE OF MOD

CAVITY RESTORED WITH A FIBER REINFORCED COMPOSITE. AN

IN-VITRO STUDY.

2nd 

1127 Dr. KINJAL SHAH
FROM FRACTURE TO FREEDOM: NAVIGATING INSTRUMENT

RETRIEVAL
1st 

414 Dr. TEESHA PALI

COMPARATIVE EVALUATION OF ANTIMICROBIAL ACTIVITY OF

NANO-SILVER PARTICLES IN THE BIOCERAMIC SEALER AND

RESIN BASED ROOT CANAL SEALER Â€“ AN IN VITRO STUDY.

2nd

680

Dr. ANURADHA 

DHRUVKUMAR 

SAGANE

A COMPARATIVE EVALUATION OF VARIOUS IRRIGATION

SOLUTION ACTIVATION TECHNIQUES ON REMOVAL OF CALCIUM

SILICATE BASED INTRACANAL MEDICAMENT: AN IN VITRO

STUDY.

1st 

505

Dr. SHREYA 

KOTHARI 

DUNGARWAL

EVALUATION OF THE RELATIONSHIP BETWEEN BONE MINERAL

DENSITY AND PREVALENCE OF DENTAL CARIES IN RESIDENTS

OF KHIVANSARA WOODS SOCEITY, SAMBHAJINAGAR Â€“ AN

OBSERVATIONAL STUDY .

2nd
A

Session 1

Session 2

Session 3
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678
Dr. NAMRATA 

SHIROL

EFFECT OF NON HEATING AND PREHEATING OF CHITOSAN

INCORPORATED IN LOW SHRINKAGE COMPOSITE ON BOND

STRENGTH AND MARGINAL ADAPTATION IN CLASS 2 CAVITIES -

AN IN VITRO STUDY 

1st 

52 Dr. LAMIYA KAMAL

NAVIGATING THE UNSEEN : GUIDED ENDODONTIC

MANAGEMENT OF CALCIFIED CANALS WITH EXTERNAL ROOT

RESORPTION - A CASE REPORT

2nd 

1 Dr. JYOTSNA JOSHI

RETRIEVABILITY OF CALCIUM HYDROXIDE INTRACANAL

MEDICAMENT USING CALCIUM CHELATOR IN COMBINATION

WITH SODIUM HYPOCHLORITE OR CHLORHEXIDINE FROM ROOT

CANALS: AN IN-VITRO CONE BEAM COMPUTED TOMOGRAPHY

VOLUMETRIC ANALYSIS

1st 

1239
Dr. MARYAM HABIB 

SAYEDA

COMPARATIVE EVALUATION OF FRACTURE RESISTANCE OF

PREMOLAR TEETH RESTORED WITH TWO MONOCHROMATIC

COMPOSITES AND NANOCOMPOSITE IN CLASS 2 CAVITIES Â€“ AN

IN VITRO STUDY

2nd

4 Ms. ADEELA MAJID

POSTOPERATIVE PAIN FOLLOWING SINGLE-VISIT ROOT CANAL

TREATMENT WITH TRUNATOMY AND RECIPROC BLUE: A

RANDOMIZED CLINICAL TRIAL

1st 

Session 4

Session 5
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11 Dr. SHWETA VERMA

IN VITRO ANALYSIS OF FRACTURE STRENGTH RECOVERY IN

TRAUMATIZED ANTERIOR TEETH WITH THE FRACTURED

FRAGMENT REATTACHED BY USING DIFFERENT PREPARATION

TECHNIQUES

2nd

40
Dr. RAKSHITA N 

SHEELVANTH

COMPARISON OF IRRIGATION EFFICIENCY OF PASSIVE

ULTRASONIC IRRIGATION, PHOTOACTIVATED DISINFECTION

SYSTEMS WITH CONVENTIONAL SYRINGE IRRIGATION IN

CONSERVATIVE ACCESS CAVITY PREPARATIONS - AN INVITRO

STUDY

1st 

39
Dr. PRASHANT 

SRIVASTAVA

COMPARATIVE EVALUATION OF MINERAL TRIOXIDE

AGGREGATE, BIODENTINE AND THERACAL LC IN VITAL PULP

THERAPY IN MANAGEMENT OF PERMANENT MOLARS WITH

SYMPTOMATIC PULPITIS: AN IN-VIVO STUDY

2nd

53 Dr. Tamanna

TREATMENT OUTCOMES OF PULPOTOMY IN PERMANENT TEETH

WITH IRREVERSIBLE PULPITIS USING CALCIUM HYDROXIDE,

MTA & PRF: A SYSTEMATIC REVIEW AND META ANALYSIS

1st 

58 Dr. PRATHEEKSHA S

EFFECTS OF TWO CAVITY DESIGNS ON FRACTURE RESISTANCE

OF INDIRECT COMPOSITE INLAYS USING DIFFERENT MATERIALS:

AN IN-VITRO STUDY

2nd

B

Session 1

Session 2

B Session 3
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94

Dr. YELLAPU 

SHENKARI 

INDUMATHI

EVALUATION OF CLINICAL PERFORMANCE OF TWO CALCIUM

SILICATE-BASED MATERIALS FOR PULPOTOMY IN PERMANENT

TEETH: A RANDOMIZED CLINICAL TRIAL.

1st 

86
Dr. SUVANWITA 

CHATTERJEE

MICROLEAKAGE NO MORE: ADVANCING ENDODONTIC SEALING

WITH THE LID TECHNIQUE
2nd

100
Dr. NAVEEN 

PRASATH D

PROBABILITIES OF INSTRUMENT RETRIEVAL FROM APICAL

THIRD OF ROOT CANALS Â€“ A CASE SERIES WITH CLINICAL

INSIGHTS

1st 

102
Dr. AYESHA 

PRADHAN
MB TWO, WHERE LIES THE CLUE? 2nd 

127 Dr. JAGJOT KAUR
ADVANCING PRECISION :AN INNOVATIVE APPROACH TO

MINIMIZE MICROLEAKAGE IN RETRO-FILLING
1st 

135
Dr. NINGANAGOUD 

BIRADAR

ASSESSING THE IMPACT OF VARIOUS PROTECTIVE BARRIERS

AND BLEACHING AGENTS ON THE FRACTURE RESISTANCE OF

TEETH FOLLOWING THE WALKING BLEACH TECHNIQUE: AN IN

VITRO STUDY

2nd

157 Dr. AYUSHI SAHAY

DIAGNOSTIC ACCURACY OF QUANTITATIVE LIGHT-INDUCED

FLUORESCENCE COMPARED WITH MICRO-CT FOR THE

DETECTION AND DEPTH OF CRACK ASSESSMENT AND

DETERMINATION OF THEIR PROGRESSION FOLLOWING THERMO-

MECHANICAL CYCLIC LOADING.

1st 

Session 1

Session 2

Session 4

Session 5
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147

Dr. SAKSHI 

PRAKASHRAO 

BARDE

COMPARATIVE EVALUATION OF PREHEATING OF EVERX

POSTERIOR, BULK FILL AND G-AENIAL POSTERIOR COMPOSITE

RESINS ON THE MICROHARDNESS AND DEPTH OF CURE: AN IN-

VITRO STUDY.

2nd

196 Dr. KEERTHANA S

EVALUATION AND COMPARISON OF CYTOTOXICITY OF

ETHANOLIC MADHUCA LONGIFOLIA SEED EXTRACT VERSUS

2.5% AQUEOUS SODIUM HYPOCHLORITE ON HUMAN PDL CELLS -

AN IN - VITRO STUDY

1st 

173
Dr. MADHADI 

SREENIDHI

COMPARATIVE EVALUATION OF INTERAPPOINTMENT FLAREUP

AND PAIN ON USING TRIPLE ANTIBIOTIC PASTE , BROMELAIN

AND TRIPHALA AS INTRACANAL MEDICAMENTS IN PRIMARY

ENDODONTIC LESION :A RANDOMIZED CLINICAL STUDY

2nd

210

Dr. BANDARU SRI 

PRANEETH KRISHNA 

SAI

CBCT QUANTIFICATION OF GUTTA-PERCHA REMOVAL

EFFICIENCY AMONG THREE RETREATMENT FILE SYSTEMS WITH

ULTRASONICALLY ACTIVATED SOLVENT: A COMPARATIVE IN

VITRO EVALUATIVE STUDY.

1st 

231

Dr. RANIAH SAFWAT 

OMAR EL 

NAWAGHA

PRESERVING PULP VITALITY: THE RENEWED ROLE OF VITAL

PULP THERAPY- A CASE SERIES.
2nd

237
Dr. ANKUSHA 

ARORA

EFFECT OF PREHEATING, SONIC AND ULTRASONIC AGITATION

OF COMPOSITES ON ITS ADAPTATION- A SEM STUDY
1st 

C

Session 3

Session 4
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234
Dr. PATEL BHARGAV 

RASIKBHAI
ROOT CANAL MYSTERIES: UNIQUE ANATOMIES 2nd

244
Dr. GOLI AJAY 

CHANDRA VYAS

EVALUATION OF THE EFFICACY OF METFORMIN, METFORMIN

COMBINED WITH DAP, AND CALCIUM HYDROXIDE PASTE AS

INTRACANAL MEDICAMENTS FOR REDUCING POST-OPERATIVE

PAIN IN PATIENTS WITH SYMPTOMATIC IRREVERSIBLE PULPITIS:

A RANDOMIZED CONTROLLED STUDY

1st 

254 Dr. NITU KHAJURIA

INVITRO COMPARISON OF DEPTH OF PENETRATION FOLLOWING

REMOVAL OF CALCIUM HYDROXIDE AFTER MANIPULATION

WITH SODIUM HYPOCHLORITE OF VARIED CONCENTRATION.

2nd

285 Dr. KANUPRIYA

COMPARING HEALING OUTCOMES IN PERIAPICAL CYST

ENUCLEATION USING PRF, GELSPON, AND NO PACKING: A CASE

SERIES

1st

280
Dr. DESAI MANAN 

DHARMESHKUMAR

COMPARISON OF EFFICACY OF CLASSICAL INFERIOR ALVEOLAR

NERVE BLOCK & VAZIRANI AKINOSI TECHNIQUE IN PATIENTS

WITH SYMPTOMATIC IRREVERSIBLE PULPITIS OF MANDIBULAR

MOLARS USING POST ANESTHETIC COLD & ELECTRIC PULP

SENSIBILITY TEST - AN IN VIVO STUDY.

2nd

D

Session 1

Session 2

Session 5
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286
Dr. HARKIRAN 

SAHIWAL

EFFECT OF STORAGE IN ARTIFICIAL SALIVA ON BONDING OF

VARIOUS RESTORATIVE MATERIALS USED IN DEEP CAVITIES
1st 

296
Dr. SHADRACH 

JACOB THOMAS

A COMPARATIVE EVALUATION OF EFFICACY OF DIFFERENT

RETREATMENT SYSTEMS IN REMOVING GUTTA-PERCHA DURING

ENDODONTIC RETREATMENT FROM ROOT CANALS, USING

STEREOMICROSCOPE: AN IN-VITRO STUDY

2nd

307
Dr. KENA JIGNESH 

BHALANI

CLINICAL EVALUATION OF THE EFFECT OF HYDROGEN

PEROXIDE CONTAINING EXTRACT OF PINEAPPLE & PAPAYA AS

AN ADDITIVE ON HUMAN ENAMEL DURING VITAL BLEACHING :

AN IN VIVO STUDY

1st

311
Dr. SANCHITA 

SAMAJPATI
CUSTOMIZE TO OPTIMIZE : THE SAGA OF BIOROOT INLAY 2nd

360
Dr. MITRATA 

GANTAIT

ASSESSMENT OF THE STERILITY OF NEW UNUSED ENDODONTIC

FILES RECEIVED FROM THE MANUFACTURER USING MICROBIAL

CULTURE.

1st 

368
Dr. HARSHITA 

AGARWAL

CBCT BASED ASSESSMENT OF INSTRUMENT SHAPING OF

MANDIBULAR FIRST MOLARS USING GEN ENDO AND JIZAI NITI
2nd

386
Dr. AISHWARYA 

RAJESH JAGDALE

COMPARATIVE EVALUATION OF EFFECT OF

PROANTHOCYANIDIN AND HESPERIDIN AS CONDITIONING

AGENTS ON SHEAR BOND STRENGTH OF RESIN-MODIFIED GLASS

IONOMER CEMENT TO CORONAL DENTIN: AN IN VITRO STUDY.

1st

Session 1

Session 3

Session 4

Session 5



Hall Session Reg. No. Name Tile Award

Student Paper Presentation Awards

388
Dr. SNEHA RAJU 

JANGATE

"HOPELESS TO HOPE !! " A CASE REPORT ON DUAL - PHASE

MANAGEMENT OF EXTERNAL INVASIVE CERVICAL RESORPTION 
2nd

431 & 427
Dr. VIJUL & Dr. STUTI 

JOSHI

OUTCOME OF FULL PULPOTOMY VS PARTIAL RADICULAR

PULPOTOMY IN MATURE PERMANENT TEETH INDICATIVEOF

IRREVERSIBLE PULPITIS USING BIODENTINE Â€“ A RANDOMIZED

CONTROL TRIAL & MAPPING THE SURFACE TOPOGRAPHY OF

GUTTA- PERCHA CONES AFTER IMMERSING IT IN DISINFECTANT

SOLUTIONS

1st

400 Dr. AAKANKSHA AGRAWAL

CYCLIC FATIGUE RESISTANCE AND SURFACE TOPOGRAPHY CHANGES USING 

SINGLE GLIDE PATH FILES OF DIFFERENT GEOMETRIES AND PHASES IN PREPARING 

CURVED CANALS

2nd

453 Dr. SADHANA SM

EVALUATION OF ANTIMICROBIAL EFFICACY OF NOVEL

IRRIGATING SOLUTIONS WITH CONVENTIONAL IRRIGATION

TECHNIQUE AND IN CONJUNCTION WITH 940NM DIODE LASER

ACTIVATION-IN ROOT CANALS INFECTED WITH ENTEROCOCCUS

FAECALIS: AN IN-VITRO STUDY

1st

451
Dr. APURVA SATISH 

BORALE

COMPARISON OF THE ANESTHETIC EFFECT OF ALKALIZED

LIDOCAINE VERSUS NON-ALKALIZED LIDOCAINE ADMINISTERED

IN MAXILLARY MOLARS.

2nd

E

Session 2

Session 3
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351
Dr. SRUSHTI 

BHAVANI

COMPARATIVE EVALUATION OF THE EFFECT OF FOUR

DIFFERENT NATURAL COLLAGEN CROSS-LINKERS ON

MICROTENSILE BOND STRENGTH OF SELF-ETCH ADHESIVE

SYSTEMS AFTER CONTAMINATION WITH ARTIFICIAL SALIVA: AN

IN VITRO STUDY

1st

468
Dr. POOJITHA 

MAHADEVU

COMPARATIVE EVALUATION OF CLINICAL PERFORMANCE OF

UNIVERSAL COMPOSITES IN ANTERIOR RESTORATIONS 
2nd

478
Dr. SAADA 

SULAIMAN

CORRELATION BETWEEN OUTCOME OF PULPOTOMY WITH

CONCENTRATION OF INTERLEUKIN-8 IN CARIOUSLY EXPOSED

MATURE PERMANENT TEETH WITH SYMPTOMATIC

IRREVERSIBLE PULPITIS: A CLINICAL STUDY. 

1st

480 Dr. LEESHA JAIN

COMPARATIVE EVALUATION OF THE FRACTURE RESISTANCE OF

ENDODONTICALLY TREATED TEETH RESTORED WITH SELF

ADHESIVE BIOACTIVE RESIN, BULK FILLED AND NANOHYBRID

COMPOSITE IN MO CAVITY DESIGN - AN INVITRO STUDY.

2nd

509 Dr. RAJAT SHUKLA

EFFECT OF HUMAN AMNIOTIC MEMBRANE AND LASER BIO

STIMULATION ON HEALING AFTER ENDODONTIC SURGERIES - A

CASE SERIES

1st

513 Dr. SANDHIYA R

COMPARATIVE EVALUATION OF THREE DIFFERENT METHODS OF

SURFACE PRETREATMENT ON THE DEPTH OF ADHESIVE RESIN

PENETRATION IN SANDWICH TECHNIQUE -AN IN VITRO CLSM

STUDY

2nd

Session 1

Session 4

Session 5
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532 Dr. KIRAN A S

EVALUATING THE ACCURACY OF MEASURING ENDODONTIC

WORKING LENGTH FROM DIAGNOSTIC RADIOGRAPH USING

ARTIFICIAL INTELLIGENCE

1st

522 Dr. YASHWANI JAIN

MICRO-CT ANALYSIS OF THE MARGINAL INTEGRITY OF RESIN

INFILTRATION VERSUS TRADITIONAL RESIN COMPOSITE

RESTORATIONS- A SYSTEMATIC REVIEW 

2nd

543
Dr. PRANJALI VINAY 

NAIK

COMPARATIVE EVALUATION OF THE FRACTURE RESISTANCE OF

SIMULATED IMMATURE TEETH AFTER APEXIFICATION WITH

BIODENTINE, BIOCERAMIC CEMENT, BONE CEMENT, AND

BIOACTIVE BONE CEMENT Â€“ AN IN VITRO STUDY.

1st

546
Dr. MANSI 

JAMBALDARE

COMPARATIVE EVALUATION OF THE CYTOTOXIC EFFECTS OF AH

PLUS SEALER AND BIOROOT RCS ON PERIODONTAL LIGAMENT

FIBROBLASTS: AN IN VITRO STUDY

2nd

570
Dr. HEENALI VILAS 

PATEL

: INVESTIGATING THE REINFORCING EFFECTS OF CHICKEN

EGGSHELL POWDER ON THE COMPRESSIVE STRENGTH OF GLASS

IONOMER CEMENT AND ZIRCONOMER: AN IN VITRO STUDY

1st

560 Dr. PIYUSH VARSHA
COMPARATIVE EVALUATION OF ANTIPATHOGENIC POTENCY OF

HERBAL EXTRACTS AGAINST E. FAECALIS- AN IN VITRO STUDY
2nd

F

Session 2

Session 3

Session 4
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594
Dr. AGAMJOT KAUR 

CHOUDHARY

COMPARATIVE EVALUATION OF OPTICAL PROPERTIES OF

DIRECT COMPOSITE, INDIRECT COMPOSITE, AND CERAMIC

USING A SPECTROPHOTOMETER: AN IN VITRO STUDY

1st

600 Dr. ARGHA MONDAL

Â€ŒCOMPARATIVE EVALUATION OF FRACTURE RESISTANCE OF

PROXIMAL BOX RESTORED WITH DIFFERENT COMPOSITE RESINS

IN MANDIBULAR MOLARS Â€“ AN IN-VITRO STUDYÂ€ 

2nd

630 Dr. NARENDHAR S

IMPACT OF PREHEATING AND ULTRASONIC CONDENSATION ON

ADHESION OF INDIRECT LAB PROCESSED COMPOSITE

RESTORATION Â€“ AN IN VITRO SHEAR BOND STRENGTH

ANALYSIS. 

1st

607
Dr. ANWESHA 

PATTNAIK

ASSESSMENT OF WETTING ANGLE FORMED BY BONDING AGENT

ON DENTIN SURFACE TREATED WITH VARIOUS COLLAGEN

CROSS LINKING AGENTS- AN IN VITRO STUDY

2nd

663
Dr. SANNIDHI 

HEGDE

EVALUATION AND COMPARISION OF CYTOTOXICITY & ANTI-

MICROBIAL ACTIVITY OF CHITOSAN COATED GUTTA PERCHA

VERSUS STANDARD GUTTA PERCHA Â€“ AN INVITRO STUDY

1st 

652 Dr. A SINDHUJA
EVALUATION OF MICROLEAKAGE OF THERACAL LC AND

BIODENTINE WITH GIC AND COMPOSITE RESTORATIONS 
2nd

673
Dr. VIDHYA 

LAKSHMI RAVI

IMPACT OF SHORT FIBER COMPOSITES ON ENHANCING

RETENTION RATE OF TWO DIFFERENT COMPOSITES IN NON-

CARIOUS CERVICAL LESIONS: AN IN VITRO STUDY

1st

Session 1

Session 2

Session 3

Session 5
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664 Dr. TANVI BONALA

ANTIFUNGAL EFFICACY OF TRANS-CINNAMALDEHYDE

INCORPORATED ZINC OXIDE EUGENOL SEALER Â€“ CONFOCAL

LASER MICROSCOPIC STUDY

2nd

685
Dr. ABHAYA 

SHARMA

TO EVALUATE THE EFFECT OF BEVERAGES ON SHEAR BOND

STRENGTH OF COMPOSITE TO DENTIN USING COLLAGEN

STABILIZING AGENTS Â€“ AN IN VITRO STUDY

1st

702 Dr. AKSHITA ABROL

EVALUATION OF EFFECTS OF DIFFERENT PREMEDICATIONS ON

POSTOPERATIVE PAIN AFTER SINGLE VISIT ENDODONTICS - AN

IN VIVO STUDY.

2nd

715 Dr. ADITI PALIWAL

Â€ŒCOMPARATIVE EVALUATION OF THE EFFICACY OF

ULTRASONIC AND DIODE LASER ACTIVATION IN REMOVAL OF

BIOCERAMIC BASED OBTURATING MATERIAL FROM ROOT

CANALS- A CBCT BASED IN-VITRO STUDY.Â€ 

1st

708
Dr. MAHIMA 

MATHUR

EVALUATION OF ANTIMICROBIAL EFFICACY AND PH OF GUTTA-

PERCHA CONES COATED WITH VARIOUS NANOPARTICLES-

CURCUMIN, CHITOSAN, PROPOLIS AND ANTIBIOTICS-

AMOXICILLIN-CLAVULANIC ACID & OFLOXACIN-ORNIDAZOLE

AGAINST ENTEROCOCCUS FAECALIS.

2nd

724 Dr. VANDANA M

COMPARITIVE EVALUATION OF RESIN-DENTIN MICROTENSILE

BOND STRENGTH IN IMMEDIATE PRE ENDODONTIC DENTIN

SEALING VS POST -PREPARATION DENTIN HYBRIDIZATION

1st

Session 1

G

Session 3

Session 4

Session 5
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734 Dr. AASHISH MITTAL

OUTCOME OF PARTIAL AND FULL PULPOTOMY IN CARIOUSLY

EXPOSED MATURE MOLARS WITH SYMPTOMS INDICATIVE OF

IRREVERSIBLE PULPITIS

2nd

766 Dr. ADITI SURANA

COMPARATIVE EVALUATION OF PENETRATION DEPTH OF

CHLORHEXIDINE DIGLUCONATE, SODIUM HYPOCHLORITE, AND

OCTENIDINE DIHYDROCHLORIDE INTO ROOT DENTINAL

TUBULES USING CONFOCAL LASER SCANNING MICROSCOPE: AN

IN-VITRO STUDY

1st

761 Dr. PRATYUSHA GIRI

IN VITRO ASSESSMENT OF THE SEALING ABILITY OF

BIOCERAMIC SEALER FOLLOWING FINAL IRRIGATION WITH

PHOSPHATE-BUFFERED SALINE.

2nd

786
Dr. GNANA 

VISHAKAN G

COMPARATIVE EVALUATION OF REMINERALIZATION POTENTIAL

OF A NOVEL NANOHYDROXYAPATITE PASTE CONTAINING

DELPHINIDIN ON EARLY CARIOUS LESION Â€“ AN INVITRO

STUDY

1st

782
Dr. GAYATHRI 

ESAKKIMUTHU

COMPARATIVE EVALUATION OF MALEIC ACID AND PHYTIC ACID

ON MICROHARDNESS OF ROOT DENTIN- AN INVITRO STUDY
2nd

804 Dr. TARASHA GUPTA

COMPARING THE ANTIBACTERIAL POTENTIAL OF LASER-

ACTIVATED HERBAL AND CONVENTIONAL IRRIGATION AGAINST

E. FAECALIS BIOFILMS: AN INVITRO STUDY

1st

H

Session 1

Session 2

Session 3

Session 4
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805
Dr. APOORVA NILAY 

DHOPTE

ENDODONTIC FORTUITY: INGESTION OF ENDODONTIC FILE- A

SYSTEMATIC REVIEW OF PUBLISHED CASE REPORTS ACROSS

THE GLOBE

2nd

816
Dr. KAUSHIK 

MISTRY

BEYOND THE ROOT: A CASE SERIES ON ENDODONTIC SURGERY

USING HYDROXYAPATITE + I-PRF GRAFTING AND COLLAGEN

BARRIER MEMBRANE WITH BIODENTINE AS RETROGRADE

FILLING MATERIAL.

1st

812
Dr. SOMDUTTA 

GHOSH

COMPARATIVE EVALUATION OF DIFFERENT STERILIZATION

METHODS ON CONTAMINATED ENDODONTIC FILES.
2nd

Session 4

Session 5
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831
Dr. MOKSHADA 

RAVINDRA KASOD

COMPARATIVE EVALUATION OF PAIN PERCEPTION FOLLOWING

TOPICAL APPLICATION OF COLD BETEL LEAF EXTRACT GEL AND

LIGNOCAINE GEL BEFORE INTRAORAL INJECTION: A

RANDOMIZED CONTROLLED TRIAL

1st

838
Dr. NEERAJ MOHAN 

K

COMPARATIVE EVALUATION OF STATIC NAVIGATION AND

CONVENTIONAL FREEHAND TECHNIQUES IN FIBER POST

REMOVAL: A MICRO-CT ANALYSIS

2nd

853 Dr. ADITI WASULE SMILES IN CRISIS 1st 

855
Dr. 

SHANMUGAPRIYA K

CYTOTOXIC ASSESSMENT OF MTA AFTER ADDITION OF

DIFFERENT CONCENTRATION OF NIGELLA SATIVA AQUEOUS

EXTRACT Â€“ AN IN VITRO STUDY (ORIGINAL RESEARCH)

2nd 

871
Dr. MARY 

ELIZABETH

THE EFFECT OF DIFFERENT DISINFECTING SOLUTIONS ON THE

SURFACE TOPOGRAPHY AND TENSILE STRENGTH OF GUTTA

PERCHA.AN INVITRO STUDY 

1st 

876 Dr. ATHIRA RAJ

COMPARATIVE EVALUATION OF THE BLEACHING EFFICACY OF

PAPAYA EXTRACT AND LEMON EXTRACT AS ADDITIVES TO

HYDROGEN PEROXIDE ON TOOTH SURFACE USING

REFLECTANCE SPECTROPHOTOMETER- AN IN VITRO STUDY

2nd 

DAY 2: 05-04-2025

A

Session 1

Session 2

Session 3
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884
Dr. GOPIREDDY 

NAVYA

COMPARATIVE EVALUATION OF TWO DIFFERENT PROPORTIONS

OF 0.2% TRIPHALA ON MICRO TENSILE BOND STRENGTH AND

SURFACE MORPHOLOGY OF CARIOUS AFFECTED DENTIN: AN

INVITRO STUDY

1st 

891 Dr. PANKAJ

FRACTURE RESISTANCE OF TEETH REPAIRED WITH MTA AND

BIODENTINE IN SIMULATED PERFORATED INTERNAL ROOT

RESORPTION CAVITIES INVOLVING ROOT WALL. 

2nd 

904
Dr. AKSHATA 

.P.RATHOD

HEMISECTION AS A PREDICTABLE SOLUTION FOR

ENDODONTICALLY TREATED MOLARS WITH VERTICAL ROOT

FRACTURES: 1 YEAR FOLLOW UP

1st 

917
Dr. AARYA RAJAN 

MANKODI

HALTING THE PAIN TRAIN : EXPLORING EFFECTIVE METHODS

FOR REDUCING DISCOMFORT DURING PALATAL INFILTRATION.
2nd 

927 Dr. SHREYA K N

STRESS DISTRIBUTION IN ENDODONTICALLY TREATED

HYPERTAURODONT MANDIBULAR 2NDMOLARS RESTORED WITH

DIFFERENT POST ENDODONTIC RESTORATIONS USING FINITE

ELEMENT ANALYSIS 

1st 

925

Dr. ASHLESHA 

NAGESHWAR 

MADANKAR

UNVEILING THE SHADOWED PATH -A CASE SERIES ON

MANAGEMENT OF PERIAPICAL LESION OWING TO

PALATOGINGIVAL GROOVE

2nd

942
Dr. TARUNPREET 

KAUR DHAMI
EFFECT OF AGE ON DENTIN BONDING ABILITY TO FIBER POSTS 1st

B

Session 1

Session 2

Session 3

Session 4
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945 Dr. ANJALI AHUJA
ECHOES OF THE UNSEEN- CASE SERIES OF RETREATMENT IN

MISSED CANAL-RELATED ENDODONTIC FAILURES
2nd 

973
Dr. GUNNERI SREE 

HARSHA

CYTOTOXIC ANALYSIS OF NATURAL VERSUS SYNTHETIC NANO

PARTICLES AS ENDODONTIC IRRIGANTS
1st 

981 Dr. HARSH SHREY
MB2- WHERE ARE YOU??!! UNRAVELLING MB2-THE MYSTERY

LIES WITHIN
2nd

1007 Dr. K . SUSRUTHA
COMPARATIVE EVALUATION OF CYTOTOXICITY OF THREE

ENDODONTIC HERBAL IRRIGANTS.
1st 

999 Dr. AATHIRA

A COMPARATIVE EVALUATION OF FRACTURE RESISTANCE OF

ENDODONTICALLY TREATED MANDIBULAR 2ND MOLARS WITH

TRUSS ACCESS RESTORED USING DIFFERENT BULKFILL

COMPOSITE RESIN MATERIALS - AN IN-VITRO STUDY

2nd

1018
Dr. NGANGOM 

FLEMING SINGH

COMPARATIVE EVALUATION OF THE EFFICACY OF PROTAPER

RETREATMENT FILE AND HYFLEX RETREATMENT FILE SYSTEMS

FOR THE REMOVAL OF GUTTA-PERCHA FROM ROOT CANAL: AN

IN-VITRO CBCT STUDY

1st 

1019 Dr. M.RAVALI

ANTIBACTERIAL EFFICACY OF VARIOUS INTRACANAL

MEDICAMENTS AGAINST ENTEROCOCCUS FAECALIS AND

STAPHYLOCOCCUS AUREUS: AN IN VITRO STUDY.Â€ 

2nd 

Session 3

Session 4

Session 1

Session 2
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1055
Dr. CHAPATI 

JASMITHA

COMPARATIVE EVALUATION OF THE EFFECT OF COLLAGEN

CROSS-LINKERS ON THE MICRO-TENSILE BOND STRENGTH OF A

SELF-ETCH ADHESIVE TO DENTIN CONTAMINATED WITH BLOOD

AND HEMOSTATIC AGENT: AN IN VITRO STUDY

1st 

1034
Dr. PARIDHI 

MAHESHWARI

COMPARATIVE EVALUATION OF MICROCRACK FORMATION AND

FRACTURE RESISTANCE OF ROOT DENTIN WITH USE OF THREE

DIFFERENT ROTARY FILES: AN IN-VITRO STUDY

2nd 

1084
Dr. SUHINA ROY 

CHOWDHURY

PER-OPERATIVE AND POST-OPERATIVE PAIN ASSESSMENT

AFTER USING XP-ENDO SHAPER PLUS SEQUENCE AND

TRUNATOMY ROTARY ENDODONTIC FILE FOR NON-SURGICAL

ROOT CANAL TREATMENT: A RANDOMISED CONTROLLED TRIAL

1st 

1077 Dr. POOJA R PATIL

COMPARATIVE EVALUATION OF RETREATABILITY OF AH PLUS

AND CERASEAL SEALERS USING SUPPLEMENTARY

INSTRUMENTATION PROTOCOL IN NON-SURGICAL ENDODONTIC

RETREATMENT: A MICRO-CT STUDY.

2nd 

1088
Dr. AYSHA SANAM 

SAMAD T

BEATING THE ODDS : ENDODONTIC RETREATMENT AND

RESORPTION REPAIR IN TRAUMA CASES
1st 

1093
Dr. ANIRBAN 

PANDIT

THERMAL TESTS, ELECTRIC PULP TEST AND USE OF MODIFIED

PULSE OXIMETER FOR ASSESSMENT OF PULPAL STATUS OF

PERMANENT MATURE TEETH: AN IN VIVO STUDY

2nd 

Session 1

C

Session 3

Session 4
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1146 Dr. KARTIK SONI
ROOT CANAL MYSTERIES: IDENTIFYING AND MANAGING EXTRA

CANALS- A CASE SERIES. 
1st 

1102 Dr. ASNA JABIN PN
EVALUATION OF POST OPERATIVE PAIN AND ENDODONTIC

FLARE- UPS:A QUESTIONNAIRE BASED STUDY
2nd 

MANAGING THE SILENT SABOTEUR OF ENDODONTIC SUCESS-

RESORPTION

1155
Dr. VIVEK 

MANOHAR KALLURI

TOOTH RESTORABILITY IN GERIATRIC PATIENTS USING DENTAL

PRACTICALITY INDEX: INTER-RATER AGREEMENTS STUDY

DESIGN

2nd 

1178 Dr. NAKUL S

COMPARATIVE EVALUATION OF EFFECT OF TWO DIFFERENT FILE

SYSTEMS ON PERI CERVICAL DENTIN USING CONE BEAM

COMPUTED TOMOGRAPHY: AN IN-VIVO STUDY

1st

1179 Dr. ANUPMA

COMPARATIVE EVALUATION OF DIFFERENT POLISHING SYSTEMS 

AND SPEED ON SURFACE FINISH OF COMPOSITE RESIN: AN IN

VITRO STUDY

2nd

1189 Dr. ARSHYA GANDHI
THE GOLDEN SMILE REVOLUTION: EXPLORING DENTAL GRILLS

WHERE AESTHETIC DENTISTRY MEETS LUXURY: A CASE STUDY
1st 

1188 Dr. AKSHATA OHM

Â€ŒCOMPARATIVE EVALUATION OF DEPTH OF IRRIGANT

PENETRATION USING TWO DIFFERENT IRRIGATION SYSTEMS IN

MANDIBULAR MOLARS -AN IN VIVO STUDYÂ€ 

2nd 

1st 

Session 4

Session 1

D

Session 2

Session 3

1151
Dr. VICTORIA 

KEISHAM
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1223 Dr. KARINA

INFLUENCE OF APICAL PERIODONTITIS ON LEVELS OF

INFLAMMATORY BIOMARKERS IN GINGIVAL CREVICULAR

FLUID: A SYSTEMATIC REVIEW

1st 

1225 Dr. PALAK JAIN
ROLE OF MMP INHIBITORS ON LEVELS OF MMP-2 AND MMP-9 IN

MAMMALIAN CELL LINES 
2nd 

1079 Dr. ABHIJITH P P

1083
Dr. RAYAZ RASHEED 

MOOPAN

1260
Dr. SURABHI 

RUNGTA

COMPARATIVE EVALUATION OF ANTIBACTERIAL EFFICACY OF

CHLORHEXIDINE, OCTENIDINE DIHYDROCHLORIDE AND

BACTERIOPHAGE AS A ROOT CANAL IRRIGANT AGAINST

ENTEROCOCCUS FAECALIS:AN IN- VITRO STUDY.

2nd 

1135
Dr. RUTVI 

UPADHYAY

1028
Dr. HETAL 

MAHESHWARI

1142 Dr. HARSHITH K G

1163 Dr. RAHUL REDDY S

130
Dr. DIVYA 

BHARATHI.S

938 Dr. KAMALI K

COMPARATIVE EFFICACY OF DEFEROXAMINE DELIVERY

SYSTEMS IN OSSEOUS HEALING: A SPLIT MOUTH RAT STUDY
1st 

E

Session 2

Session 3

TFRK & BTR PEN: THE TWIN TITANS OF INSTRUMENT RETRIEVAL 1st 

Session 4

TITLE: PALATAL ENUCLEATION OF RADICULAR CYST FOLLOWED

BY APICECTOMY AND RETROGRADE FILLING.
1st 

PRESERVING DENTIN, ENHANCING PRECISION: THE ROLE OF

GUIDED ENDODONTICS IN PCO - A CASE REPORT
2nd
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123

Dr. K 

.RAJYALAKSHMI 

NAGA VENNELA

236
Dr. NALLAMILLI 

PRASANTHI

22 Dr. CHERRY BIYANI

75 Dr. PRATHYUSH.B

190
Dr. MEGHA 

SREEKUMAR

382
Dr. MUBSHIRA 

MUJEEB RAHIMAN

34 Dr. VAISHNAVI R

274
Dr. SHEPOOR SHIVA 

PRASAD

37 Dr. POOJA PRABHU

145 Dr. NAZIRA A

507 Dr. RASHI BANSAL

890
Prof. MANJU 

KUMARI

822
Dr. PRIYDARSHNA 

PAMECHA

FROM LIGHT TO LIFE: ROLE OF PHOTOBIOMODULATION

THERAPY IN PULP TISSUE REGENERATION
2nd 

596 Dr. ESHA FULZELE CLINICAL EVALUATION OF POST OPERATIVE SENSITIVITY IN

F

Session 1

COMPARATIVE ANALYSIS OF IMAGE QUALITY BETWEEN DSLR

AND MOBILE DENTAL PHOTOGRAPHY USING 100MM LENS 
2nd 

Session 2

EFFICACY OF CATECHIN DERIVATIVES AND RED ALGAE

PRESURFACE TREATMENT ON TOOTH ENAMEL

REMINERALISATION USING BIOACTIVE MATERIAL- AN INVITRO 

1st 

PRECISION IN ACTION- A CASE SERIES ON GUIDED ENDODONTICS 2nd 

Session 3

EVALUATING SEALING ABILITY AND DEPTH OF PENETRATION OF

CHITOSAN NANOPARTICLES INCORPORATED IN TWO DIFFERENT

SEALERS -AN INVITRO STUDY

1st

AN INVITRO COMPARATIVE STUDY EVALUATING

ANTIMICROBIAL EFFICACY OF TWO MARINE SOURCE EXTRACTS

WHEN USED AS AN ENDODONTIC IRRIGANT BY QPCR

2nd

Session 4

EVALUATION OF SALIVARY INTERLEUKIN- 6 LEVELS IN DIABETIC

PATIENTS WITH PERIAPICAL LESION- AN IN VIVO STUDY
1st
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707
Dr. MUSKAN 

AGRAWAL

541
Dr. PREKSHA 

SHARMA

403
Dr. DHOOT 

SHRUSHTI SATISH

672

Dr. JESSY 

CHANDRIKA 

CHILAKAPATI

751
Dr. N SANHITHA 

REDDY

752 Dr. DODDA VIPULA

958

Dr. 

GONABOYINA.ANUS

HA

91 Dr. DUMPA TEJASWI

93
Dr. HEMALATHA 

SIYYADRI

845 Dr. SANTHIYA R

989
Dr. BENCY JOSEPH 

RAJ

EFFECT OF DENTIN BONDING AGENT AND DESENSITIZING AGENT

IN TREATMENT OF DENTIN HYPERSENSITIVITY USING

IONTOPHORESIS: A SPLIT MOUTH

RANDOMIZEDÂ CONTROLLEDÂ TRIAL

1st 

COMPARATIVE EVALUATION OF FRACTURE RESISTANCE IN

CLASS II DEEP CAVITIES WITH ALKASITE RESTORATIVE

MATERIAL, WHITE AMALGAM, GLASS HYBRIDE MATERIAL- AN

IN VITRO STUDY. 

2nd 

Session 3

COMPARATIVE EVALUATION OF CELL VIABILITY AND

CYTOTOXICITY OF TRIPLE ANTIBIOTIC PASTE AND

CLINDAMYCIN LOADED HYALURONIC ACID HYDROGELS Â€“ AN

INVITRO STUDY

1st 

EFFECT OF NITROFURANTOIN ON DENTAL PULP STEM CELL

VIABILITY AND ODONTOBLASTIC DIFFERENTIATION
2nd 

G

Session 1

NONCARIOUS CERVICAL LESIONS USING DIFFERENT ADHESIVE

STRATEGIES

1st 

AN IN VITRO COMPARATIVE EVALUATION OF THE EFFECT OF

DIFFERENT COLLAGEN CROSS-LINKING AGENTS ON THE SHEAR

BOND STRENGTH OF DEEP DENTIN TO RESIN COMPOSITE

2nd 

Session 2
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510
Dr. MADHURA VIJAY 

DANGE

LASER IGNITING THE PATH- A COMPARATIVE EVALUATION

BETWEEN LASER ACTIVATED IRRIGATION, SONIC IRRIGATION

AND CONVENTIONAL IRRIGATION TO REMOVE THE DENTINAL

DEBRIS FROM THE ROOT CANAL SYSTEM.

1st

997

415

Dr. ANKITA SHARMA

Dr. AREEJ FAISAL

415 Dr. AREEJ FAISAL

484
Dr. SHRADHA RAM 

KOMBADE

TITLE: A COMPARATIVE EVALUATION OF EFFECT OF PH CYCLING

ON SURFACE ROUGHNESS OF TWO LOW SHRINK GIOMERS: AN IN-

VITRO STUDY

1st 

615 Dr. DEEPTI

MANAGEMENT OF ELLIÂ€™S CLASS III FRACTURE IN

MAXILLARY CENTRAL INCISOR USING MTA PULPOTOMY

TECHNIQUE

2nd

1203
Dr. SOURAB 

ABHYANKAR
TURNING SETBACKS INTO SUCCESS: IN ENDODONTICS 1st 

883 Dr. M K MRINAALINI

EFFECT OF DIFFERENT MOUTHWASHES ON THE SURFACE

MICROHARDNESS OF BULKFILL COMPOSITE RESIN- AN IN VITRO

STUDY.

2nd 

326 Dr. K.S.V.N.PADMINI

COMPARATIVE EVALUATION OF THE EFFICACY OF THREE

DIFFERENT DENTIN DEPROTEINIZING AGENTS ON

MICROLEAKAGE OF UNIVERSAL ADHESIVE TO DENTIN-AN IN

VITRO STUDY. 

1st
H

Session 1

Session 2

Session 3

Session 4

COMPARATIVE EVALUATION OF ANTIMICROBIAL EFFICACY OF

CALCIUM HYDROXIDE, TRIPHALA AND CHITOSAN AS

INTRACANAL MEDICAMENT: AN INVITRO STUDY 

2nd 
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288
Dr. KATTA 

MEGHANA RATHNA
GUIDED INROADS INTO DENS IN DENTE 2nd

397
Dr. VENKATA 

SIRISHA NEELI

Â€ŒNO POST NO CROWN: BIOMIMETIC BIOBASE TECHNIQUE OF

DENTIN AND ENAMEL REPLACEMENTS FOR GROSSLY

MUTILATED TEETHÂ€ - A CASE SERIES

1st

1129 Dr. SUNAINA ARORA

COMPARATIVE EVALUATION OF TREATMENT OUTCOMES OF

CORONAL PULPOTOMY USING AMNIOTIC MEMBRANE VS PRF IN

MATURE MANDIBULAR MOLARS DIAGNOSED WITH

IRREVERSIBLE PULPITIS: A RANDOMIZED CONTROLLED TRIAL

2nd

Session 4


